mERE-EE- J0-Ki1-220) - MAROZEE—8

P, ) = =
[kg/m°] [g/cm’]
& Au 19320 19.32
iR Ag 10490 10.49
il Cu 8960 8.96
7S Fe 7870 7.87
ial Pb 11360 11.36
PIVZZO L Al 2700 2.7
FH> Ti 4510 4.51
99 Sn 7300 7.3
A AT> W 19300 19.3
ohEn Zn 7140 7.14
Si 8700 8.7
HHEk FC200 7300 7.3
— RS AEIE P AE AR A SS400 7850 7.85
AT LR SUS304 7900 7.9
VIZZULEE A2017 2700 2.7
mee (&EiH) C2600 8400 8.4
FHIEE (6-46%F) TPF6400 4400 4.4
AJoeL> ER 900 0.9
=t ol PVC 1400 1.4
TONOZMINTT 85" TIAFVY ABS 1040 1.04
RUA—RR—b PC 1200 1.2
77U PMMA 1200 1.2
IR R ARG IAFY ) CFRP 1500 1.5
p1ZMZmIN U 1200 1.2
“NILVTIA NBR 1020 1.02
ADZFRT FKM 1800 1.8
SV1->TA 980 0.98
IFL>JOEL>TA EPM,EPDM 870 0.87
KT NR 930 0.93
9&E 380 0.38
[0XOF 410 0.41
<5 600 0.6
mZ/UE 2100 2.1




